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CERRO COPPER

P.O. BOX 681

EAST ST. LOUIS, IL 62202
ATTN: JOE GRANA

PO # 92262

SAMPLE ID: 56557
LAB ID: 9008039
TEST PERFORMED
TCLP EXTRACTION
RCRA METALS ANALYSIS
CADMIUM
LEAD
EP EXTRACTION
RCRA METALS ANALYSIS
CADMIUM
LEAD
RCRA METALS ANALYSIS
CADMIUM
LEAD
PAINT FILTER

TOTAL SOLIDS

0 ’@gLﬂ

AUG 9 1990

E&E AFFAIRS

ANALYSIS RESULTS

Station H 1500

METHOD OF ANALYSIS

SW-846 1311

SW-846 6010

SW-846 1310

SW-846 6010

SW-846 6010

SW-846 9095

S.M. 209A

*S,M.=STANDARD METHODS, 16TH EDITION
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2345 Millpark Drive
Maryland Heights, MO 63043
(314) 427-0550

RESULTS

EXTRACTION

1.86 ppm
16.9 ppm

EXTRACTION

1.36 ppm
4.0 ppm

TOTAL

100 ppm
6850 ppm

NO FREE LIQUID (PASSED)
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AUGUST 7, 1990

Lo

WAYNE L. COOPER
LABORATORY DIRECTOR

American Council of Independent Laboratories ® American Society for Testing and Materials ® American Chemical Society ® American Industrial Hygiene Association
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2345 Millpark Drive
CERRO COPPER Maryland Heights, MO 63043

P.O. BOX 681 (314) 427-0550
EAST ST. LOUIS, IL 62202

ATTN: JOE GRANA
PO # 92262
ANALYSIS RESULTS

SAMPLE ID: 56556 ~ Stationn W 1200
LAB ID: 9008038

TEST PERFORMED METHOD OF ALYSI RESULTS

TCLP EXTRACTION SW-846 1311

RCRA METALS ANALYSIS SW-846 6010 EXTRACTION
CADMIUM 2.18 ppm
LEAD 21.9 ppm

EP EXTRACTION SW-846 1310

RCRA METALS ANALYSIS SW-846 6010 EXTRACTION
CADMIUM 1.82 ppm
LEAD 5.6 ppm

RCRA METALS ANALYSIS SW-846 6010 TOTAL
CADMIUM 84.6 ppm
LEAD 6350 ppm

PAINT FILTER SW-846 9095 NO FREE LIQUID (PASSED)

TOTAL SOLIDS S.M. 209A 48 %

*S,M.=STANDARD METHODS, 16TH EDITION

AUGUST 7, 1990

V(P

WAYNE IL.. COOPER
LABORATORY DIRECTOR

American Council of Independent Laboratories ® American Society for Testing and Materials ® American Chemical Society ® American Industrial Hygiene Association
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2345 Millpark Drive
CERRO COPPER Maryland Heights, MO 63043

P.O. BOX 681 (314) 427-0550
EAST ST. LOUIS, IL 62202

ATTN: JOE GRANA
PO # 92262
ANALYSIS RESULTS

SAMPLE ID: 56555 - Station & 850
LAB ID: 9008037

TEST PERFORMED METHOD OF ANALYSIS RESULTS

TCLP EXTRACTION SW-846 1311

RCRA METALS ANALYSIS SW-846 6010 EXTRACTION
CADMIUM 2.05 ppm
LEAD 7.9 ppm

EP EXTRACTION SW~846 1310

RCRA METALS ANALYSIS SW-846 6010 EXTRACTION
CADMIUM 1.31 ppm
LEAD 10.2 ppm

RCRA METALS ANALYSIS SW-846 6010 TOTAL
CADMIUM 28.5 ppm
LEAD 1620 ppm

PAINT FILTER SW-846 9095 NO FREE LIQUID (PASSED)

TOTAL SOLIDS S.M. 209A 60 %

*S ,M.=STANDARD METHODS, 16TH EDITION

AUGUST 7, 1990

) C%/\_/
WAYNE L. OPER
LABORATORY DIRECTOR

American Council of Independent Laboratories ® American Society for Testing and Materials ® American Chemical Society ® American Industrial Hygiene Association



CERRO COPPER

P.O. BOX 681

EAST ST. LOUIS, IL
ATTN: JOE GRANA

PO # 92262

62202

ANAL.YSIS RESULTS

SAMPLE ID: 56554 ~ Stk om W V15

LAB ID: 9008036

TEST PERFORMED
TCLP EXTRACTION
RCRA METALS ANALYSIS
CADMIUM
LEAD
EP EXTRACTION
RCRA METALS ANALYSIS
CADMTIUM
LEAD
RCRA METALS ANALYSIS
CADMIUM
LEAD
PAINT FILTER

TOTAL SOLIDS

*S ,M.=STANDARD METHODS,

METHOD OF YSIS
SW-846 1311

SW-846 6010

SW-846 1310

SW-846 6010

SW-846 6010

SW-846 9095

S.M. 20%Aa

16TH EDITION

ILTTIRDATETIRLAS

2345 Millpark Drive
Maryland Heights, MO 63043
(314) 427-0550

EXTRACTION

0.24 ppm
2.4 ppm

EXTRACTION

0.12 ppm
1.3 ppm

TOTAL

26.7 ppm
1910 ppm

NO FREE LIQUID (PASSED)
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AUGUST 7, 1990

g

WAYNE L. PER
LABORATORY DIRECTOR

American Council of iIndependent Laboratories ® American Society for Testing and Materials ® American Chemical Society ® American Industrial Hygiene Association



CERRO COPPER
PO BOX 681
E. ST. LOUIsS, IL 62202

ATTENTION: JOE GRANA

PO: 92262
ANAT.YSTS REPORT
PCBs IN SOIL
SW-846 8080
SAMPLE IDENTIFICATION

56554 - 1713
56555 - 850
56556~ 1280

56557 — 1400

hutl

TN T IEAETTRIRO
2345 Millpark Drive

Maryland Heights, MO 63043

(314) 427-0550

TOTAIL ppm IYPE
16 1260
11 1260
31 1260
4 1260

AUGUST 6, 1990

UM oo

WAYNE L. COOPER
LABORATORY DIRECTOR

American Council of Independent Laboratories ® American Society for Testing and Materials ® American Chemical Society ® American Industrial Hygiene Association



